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DONGGUAN CITY HUADIAN WORLDCOM STAINLESS STEEL PRODUCTS CO.,LTD.

ROOM 906, BUILDING NO.5, 1ST INTERNATION, SOUTH DISTRICT, DONGGUAN CITY, GUANGDONG 

PROVINCE, CHINA

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : 316 STAINLESS STEEL 

GIFT TABLEWARE.

SGS Job No. : CP18-025681 - SZ.

Model No. :. HONOUR.

Main Substance :. HAPPY TIMES, MODERN LADY, FORTUNE, LOVER, ZOWIN.

Country of Destination :. CHINA.

Country of Origin :. CHINA.

Date of Sample Received :. 21 May 2018.

Testing Period :. 21 May 2018 - 29 May 2018.

Test Requested :. Selected test(s) as requested by client..

Test Method :. Please refer to next page(s)..

Test Results :. Please refer to next page(s)..

Vivian Hu.

Approved Signatory. . .

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch.
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Result Summary :.

Test Requested. Comments.

PASS.GB 4806.9-2016-Sensory (Appearance:The surface which contact with food should 

be clean; Plating layer should not crack or peel off; Welding part should be smooth, 

without porosity, cracks or burr.).

PASS.GB 4806.9-2016-Sensory (Marinate: No smell).

GB 4806.9-2016- Specific migration of heavy metal.. PASS.
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Test Results :.

Test Part Description :.

Specimen No.. SGS Sample ID. Material

(claimed by the client).

Description.

SN1. CAN18-097234.002 Stainless 

steel(SUS316).

Silver-gray metal spoon.

GB 4806.9-2016- Specific migration of heavy metal.

Test Method :. GB 31604.49-2016 Part 2 Method 1..

Simulant Used :. 4% Acetic acid (V/V)..

Test Condition :. Boiling for 0.5h, and keep at room temperature for 24h.  .

RLTest Item(s). Limit. Unit. 002.

3rd.---Migration times.

6.0.-dm²/kg.-Area/Volume.

ND.0.004mg/kg.0.04Arsenic(As).

ND.0.002mg/kg.0.02Cadmium (Cd).

ND.0.005mg/kg.0.05Lead (Pb).

ND.0.2mg/kg.2.0.Chromium (Cr).

ND.0.05mg/kg.0.5Nickel (Ni).

PASS.Comment.

Notes :

1. mg/kg = milligram per kilogram of foodstuff in contact with 

2. RL = Report Limit

3. ND= Not Detected(less than RL).
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Sample photo:.

CANEC1809723403

CAN18-097234.002.

SGS authenticate the photo on original report only.

*** End of Report ***.
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